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3s-z-0 SUMMARY 

Microelectronics, l i k e  t h e i r  more conventional 
so l id-s ta te  counterparts, a r e  adversely affected by 
rad ia t ion  environments such as those found i n  outer 
space. These space radiation environments are 
b r i e f l y  summarized. Proton i r rad ia t ion  data a t  22, 
40, 128, and 440 Mev a re  presented fo r  typ ica l  
macroelectronic components such as low-, medium, 
and high-frequency t r ans i s to r s  and compared with 
similarly i r rad ia ted  discrete- and integrated- 
c i r cu i t  type of microcomponents. Damage tends t o  
vary inversely with energy. Integrated f lux  l eve l s  
of approximately d l  protons/cm2 a r e  needed before 
the  radiation e f f ec t s  become noticeable. Inte- 
grated c i r c u i t s  appear t o  be s l i gh t ly  more r e s i s t -  
an t  t o  rad ia t ion  but t h i s  finding may not be sig- 
n i f ican t  on a s t a t i s t i c a l  bas i s .  
mental setup and c i r c u i t  which were ac tua l ly  used 
i n  the tests are i l l u s t r a t ed  and described. 

A t yp ica l  experi- 

/' INTRODUCTION e- - The inherent advantage of microelectronics 
with t h e i r  compactness, low weight, ruggedness, 
and a b i l i t y  t o  be formed in to  re l iab le ,  complex 
c i r cu i t ry  has resulted i n  t h e i r  increased applica- 
t i o n  i n  space missions. However, one aspect of 
t he  space environment t o  which conventional solid- 
s t a t e  electronic systems have shown themselves t o  
be especially sens i t ive  i s  the  par t icu la te  radia 
t i o n  t h a t  (1) is found i n  the  rad ia t ion  belts, 
(2)  i s  generated by so lar  flares, (3) i s  a r e su l t  
of detonations of manmade nuclear and atomic 
devices, or (4) i s  of cosmic origin.  

SYMBOLS 

direct-current voltage gain 

energy 

frequency a t  which magnitude of small- 
signal short-circuit  forward-current 
t r ans fe r  r a t i o  i s  0.707 of i t s  low 
frequency value 

transconductance 

common emitter, s t a t i c  value of short- 
c i r c u i t  forward-current t r ans fe r  
r a t io ,  %/IB 

common emitter, small-sign81 f c z z i 2 -  
z u i i r n t  t ransfer  r a t io ,  alternating- 
current output short-circuited,  
mc/&b 

d i r e c t  current i n to  base 

d i r ec t  current i n to  co l lec tor  

co l lec tor  t o  base current,  emitter open 

distance i n  ear th  radii 

displacement rate RDP 

RL load resistance 

VCE 

"DS voltage, d ra in  t o  source 

BVCBO voltage, breakdown, co l lec tor  t o  base 

% t o t a l  integrated f lux  

Subscript: 

0 i n i t i a l  conditions 

voltage, co l lec tor  t o  emitter 

NOTATIONS 

Ge germanium 

si s i l i con  

SUMMARY OF THE SPACE PARTICULATE 

ENERGY ENVIRONMENT 

The current knowledge of t h e  f lux  and energy 
leve ls  of par t icu la te  energy i n  space i s  summarized 
in  t ab le  I ( re fs .  1 and 2).  

The proton data of t ab le  I do not imply tha t  
the energy spectrum i s  nonexistent between 4.5 and 
30 Mev. This gap ex i s t s  because of t he  l imi ta t ions  
of t he  detectors which were used, and the  data a re  
therefore not available.  Solar a c t i v i t y  can cause 
an increase i n  the  trapped proton i n t e n s i t i e s  but 
t he i r  contribution t o  any d iscre te  energy i s  time 
dcpendent. The f l a r e  spectra with t i m e  generally 
sh i f t s  toward the  lower energies f o r  i n i t i a l  ener- 
gies >80 Mev and toward the  higher energies f o r  
i n i t i a l  energies d0 MeV. Thus the  in t ens i t i e s  a t  
energies 430 Mev increase a t  t he  expense of reduced 
in tens i t ies  i n  the  higher energy range. Increases 
of b e l t  proton in tens i ty  by f ac to r s  of 2 or 3 have 
been reported during so lar  a c t i v i t y  espec ia l ly  i n  
the low-energy par t  of t he  spectrum observed down 
t o  a t  l e a s t  8 Mev ( r e f .  3) .  Winckler and Arnoldy 
(ref.  4 )  f e e l  t h a t  the  observed counting rate 
increases do not unambiguously mean t h a t  the  inten- 
s i t y  of t he  trapped high-energy proton rad ia t ion  
has increased but ra ther  could be the  r e su l t  of a 
smll s h i f t  i n  the spectrum such tha t  more part-i- 
c les  f a l l  i~nto the ;;;ci-gy range above the  cutoff of 
the  detector (30  MeV). 

between 3 . 1  and 4.7 ear th  r ad i i ,  whereas the  high- 
energy protons a re  encountered a t  about 1 .6  ear th  
radii. 

The low-energy protons populate the  region 

Solar flares produce protons with energies 
extending t o  about 10 Bev but these have very low 
fluxes. 
between 1 6  and lo6 protons/cs/sec,  with the  
la rges t  number of these having energies less than 
700 Mev (refs. 5 and 6).  
spectra change with t i m e .  

The maximum i n t eg ra l  energy f lux var ies  

A s  has been noted, these 



The highest integrated in t ens i t i e s  of the  
na tura l  b e l t  electrons a re  between 108 and 
109 electrons/cm2/sec and l i e  between 2.5 and 4.2 
ear th  r a d i i  with a corresponding energy range from 
tens  of Kevs t o  approximately 1.6 MeV. The ener- 
g ies  of the  trapped electrons exceed 5 MeV and may 
go a s  high as 10 MeV. 

A high-altitude nuclear detonation i n  1962 
produced a manmade b e l t  of electrons a t  about 1.65 
ear th  r ad i i  with peak integrated in t ens i t i e s  
greater than lo9 electrons/cm2/sec, the  grea tes t  
contribution being at  about 1 MeV. 
the  manmade electrons extend from a few thousand 
electron vol t s  t o  about 7 Mev. The in tens i ty  
>7 Mev approaches zero. The spectra f o r  these 
b e l t s  can be found i n  reference 7. The in t ens i t i e s  
of these be l t s  have been slowly diminishing with 
time and the peak integrated electron in t ens i t i e s  
reported from Explorer XV data were approximately 
5 x 108 electrons/cm2/sec > 0.5 MeV at  
approximately 1.9 X lo7 electrons/cm2/sec > 5.0 MeV 
at L = 1.3 ( r e f .  8).  This same reference 
states that, "The time constants f o r  change by a 
fac tor  of e (=2.718) i n  t h i s  region a re  typ ica l ly  
greater than 1 year and i n  many cases appear 
grea te r  than 3 years. Should these electrons 
injected by t h e  "Starfish" detonation continue t o  
decay a t  the observed ra tes ,  it w i l l  be possible t o  
detect  t he i r  presence among the  na tura l ly  dropped 
pa r t i c l e s  fo r  at l e a s t  20 years." 

The energies of 

L = 1.3 and 

EXPERIMENTAL RESULTS FROM IRRADIATED 

ELECTRONIC DEVICES 

Conventional Electronics 

The experimental da ta  presented herein were 
obtained using several  proton accelerators of di f -  
fe ren t  energies. The e f f ec t s  of par t icu la te  radia- 
t i on  on conventional so l id-s ta te  components a re  
shown i n  f igures  1 and 2 and w i l l  be used f o r  a 
comparison with the  e f f ec t s  of 40 Mev protons on 
the  small-signal current gain of thin-base-region, 
medium-base-region, and thick-base-region r e s i s to r s  
which correspond t o  high-, medium-, and low- 
frequency t rans is tors ,  respectively. (See r e f .  9. ) 
It is readily apparent t ha t  though a l l  th ree  types 
of t rans is tors  show degradation of gain with 
increasing flux, the  l ea s t  degradation occurs i n  
those components having thin-base regions. A t  an 
integrated flux of 10l2 protons/cm2, the  gain of 
the  high-frequency t r ans i s to r  is degraded approxi- 
mately 10 percent, whereas the  low-frequency tran- 
s i s t o r  i s  degraded approximately 80 percent. 

The energy dependence of small-signal current- 
gain degradation i s  shown i n  f igure  2. All other  
parameters being equal, it has been found tha t  
higher degradations occur fo r  lower incident par t i -  
c l e  energies. Theory indicates t ha t  permanent 
radiation damage is  predominantly caused by l a t t i c e  
displacements. The displacements, i n  turn,  produce 
intersti t ial-vacancy pa i r s  which r e su l t  i n  recom- 
bination o r  trapping centers. 
energies fo r  displacements a re  approximately 
8,000 ev times the atomic weight f o r  electrons and 
7 ev times the atomic weight f o r  protons, rela- 
t ive ly  low energies w i l l  produce displacements. 
(See re f .  10.) A s  the  incident pa r t i c l e  energy 
increases, the  cross section fo r  displacements 
decreases and ine l a s t i c  and transmutation processes 
become more predominant for  producing permanent 
damage, as shown i n  f igure  3. Roughly, fo r  protons 

Since threshold 

below 8 MeV, Rutherford sca t te r ing  w i l >  acount f o r  
most of the  damage; up t o  50 &v, Rutherford plus 
nuclear e l a s t i c  sca t te r ing  processes a re  involved; 
and above 50 MeV, ine l a s t i c  and higher order proc- 
esses should be included. (See re f .  11.) A s  the  
higher energy processes produce e f f ec t s  which a re  
about two orders of magnitude l e s s  than the  low- 
energy processes, less degradation should be 
expected with increasing incident pa r t i c l e  energies 
i n  semiconductors. 

The experimental data i n  figures 1 and 2 were 
obtained with the  use of t r ans i s to r s  i n  which the  
operation depended upon minority ca r r i e r s .  
ure 4 shows experimental data obtained from the 
majority-carrier f ie ld-ef fec t  t rans is tor .  Preir-  
radiation and pos t i r rad ia t ion  r e su l t s  a r e  shown for  
128 MeV protons. 
gate voltage. 
i s  considered t o  be between 0 and 0.6 vol t ,  the  
degradation i n  drain current between the preirra- 
d ia t ion  and pos t i r rad ia t ion  values i s  approximately 
30 percent. However, since the transconductance gm 
i s  equal t o  the  slope of the  curves and the  gain i s  
approximately equal t o  the  transconductance 
times the  load resistance RL f o r  low frequencies 
(where RL is constant) ,  gain degradation a f t e r  
i r rad ia t ion  amounts t o  only  about 10 percent. Con- 
duc t iv i ty  measurements made on boron-doped s i l i con  
subjected t o  similar proton i r rad ia t ion  have given 
r e su l t s  analogous t o  those obtained with the  f ie ld-  
e f f ec t  t r ans i s to r  when operated a t  zero gate v o l t -  
age. Generally, majority-carrier devices which 
depend on r e s i s t i v i t y  a re  more rad ia t ion- res i s tan t  
than minority-carrier devices which depend on 
minority- ca r r i e r  l ifetime. 

Microminiature Electronics 

Fig- 

Drain current i s  p lo t ted  against  
If the  gate voltage operating l i m i t  

&I 

Microminiature electronics concerns i t s e l f  
with e lec t ronic  components of high packing density.  
These e lec t ronics  may be divided in to  three  main 
categories: (1) discre te  conventional components 
of microminiature size,  (2)  thin-fi lm components 
e i t h e r  printed o r  evaporated, and (3) integrated 
c i r cu i t s ,  which have been defined a s  monolithic 
semiconductor substrates containing both ac t ive  and 
passive devices and t h e i r  interconnections, all of 
which have been e i the r  diffused in to  o r  deposited 
on the  subs t ra te  surface i n  such a way as t o  pro- 
duce within the  substrate,  complete functional 
electronic c i r cu i t s .  

A t  present, the  s t a t e  of the  art  of thin-fi lm 
e lec t ronics  has not produced e lec t ronic  components 
o r  c i r c u i t s  with s tab le  shelf l i f e .  
are made with evaporated fi lms under 1,500 angstroms 
th ick . )  
are now being evaluated (ref. 12).  
remaining two c lasses  - integrated-circuit  elements 
and d iscre te  microminiature components - i n i t i a l  
tests have been made by using 128 MeV protons a t  
t h e  Harvard frequency-modulated cyclotron and 
22 MeV protons a t  the Oak Ridge National Laboratory 
fixed-frequency cyclotron. Typical da ta  obtained 
from these i r rad ia t ions  are shown i n  f igure  5 f o r  a 
PET-1 (NPN S i )  diffused s i l i con  integrated-circuit  
t r ans i s to r .  Again, the  higher energy protons pro- 
duced less degradation i n  gain than the lower 
energy protons f o r  the  same integrated flux. I n  
t h i s  l imited sampling, however, t he  degradation 
takes place a t  s l i gh t ly  higher integrated flux val- 
ues than those for conventional t r ans i s to r s .  Once 
t h e  degradation threshold is  reached, degradation 
continues almost monotonically with flux. I t  may 

(These devices 

For t h i s  reason, none of these devices 
Of t he  



be noted $hat data a t  128 MeV were not carried t o  
the same integrated fluxes a s  the lower energy 
because frequency-modulated cyclotrons have beam 
in t ens i t i e s  approximately two orders of magnitude 
lower than fixed-frequency cyclotrons, and lack of 
available cyclotron time a t  128 MeV did not permit 
extending the data. 
pos t i r rad ia t ion  oscilloscope photographs of the 
common emitter col lector  character is t ics  f o r  t h i s  
microtransistor are  shown i n  f igures  6(a) and 6(b) .  
The pos t i r rad ia t ion  photograph was taken when the 
t o t a l  integrated bombarding f lux of 128 Mev protons 
was a t  6 x lou protons/cm2. 
t i o n  produced by the i r radiat ion caused a 30 per- 
cent reduction i n  col lector  current.  Other 
integrated-circuit  components, such as diffused 
s i l icon integrated-circuit  r e s i s to r s  and diodes 
(type PER-1 and pED-l), were also i r rad ia ted  at 
128 and 22 MeV protons. 
e f f ec t s  were obtained a t  integrated fluxes of 
4.5 X 10l2 p ro tons / c s  a t  128 MeV and greater than 
1ol3 protons/cm2 a t  22 ~ e v .  
integrated c i r cu i t  exposed to  the radiation condi- 
t ions ju s t  s ta ted showed minimal e f f ec t s  i n  opera- 
t i o n  a t  200 kilocycles. Other e f f ec t s  a r e  pre- 
sented i n  table  11. None of the reduced values 
caused by i r radiat ion made the c i r c u i t  inoperative 
and, i n  the instance of the r i s e  time changing from 
0.100 psec t o  approximately 0.030 psec, there  actu- 
a l l y  is an improvement which cannot be explained by 
us a t  t h i s  t i m e .  

Actual pre i r rad ia t ion  and 

The average degrada- 

Negligible adverse 

A type “F” f l ip-f lop 

Typical discrete  microminiature electronic 
components, such as diffused s i l i con  microdiodes, 
“Ti s i l i con  microtransistors, s i l i con  microzener 
diodes, and planar double-diffused s i l i con  NPN 
Darlington connected amplifiers, were i r radiated 
with 128 Mev protons to  a t o t a l  integrated f lux of 
4.5 x 10’2 protons/c&. The diodes a f t e r  irdia- 
t i o n  showed l e s s  than a ?-percent change i n  forward 
and reverse current as well  as breakdown voltage. 
One of the microtransistors,  a W-843, NPN-silicon 
type which received a t o t a l  integrated f lux of 
1.5 x 10l2 protons/c$ at  128 Mev, dropped t o  
80 percent of i t s  i n i t i a l  direct-current gain. 
Figure 7 shows the gain degradation versus base 
current f o r  t h i s  microtransistor. 
connected amplifier, which i s  made by diffusing 
two direct-coupled t r ans i s to r s  on one substrate,  
dropped t o  23 percent of i t s  or iginal  direct-  
current gain. 

The Darlington 

Table I11 shows some comparative values of 
integrated f l u x  needed t o  produce equal degradation 
i n  conventional and microminiature e lectronic  
components . 

The first three t r ans i s to r s  are of the con- 
ventional low-, medim, and high-frequency types 
of t r ans i s to r s .  
low-frequency and high-freauency t r r n c l s t o r  is a 
f a r t o r  cf 10 favoring the high-frequency type. 
The in tegra ted-c i rcu i t  t r ans i s to r s  are  s l i gh t ly  
more radiation-tolerant than the high-frequency 
conventional types and behave s i m i l a r l y  t o  d iscre te  
microtransistors.  The Darlington connected tran- 
s i s to r s ,  because of t h e i r  configuration, become 
qui te  vulnerable t o  radiation as can be seen by 
t h e i r  drop i n  gain t o  30 percent of t h e i r  or iginal  
value a t  5.6 x d l  protons/c&. The f ie ld-effect  
t r ans i s to r s ,  which a r e  majority ca r r i e r  devices, 
appear t o  give the  bes t  radiat ion-resis tant  per- 
formance. The performance, however, i s  comparable 

The f lux tolerance between the 

with the radiation resistance of the microelectronic 
integrated-circuit  t r ans i s to r s .  

Description of W r i m e n t a l  Setup 

A typical  schematic drawing and photograph of 
the experimental setup as used at  the  Harvard 
128 MeV and the OKNL 22 Mev proton accelerator 
f a c i l i t i e s  are  shown i n  f igures  8 and 9. Readout 
of a l l  the pertinent parameters were made i n  the 
shielded control room. The microelements were 
individually fixed on an aluminum mounting p l a t e  
which had been perforated t o  permit passage of the 
beam. The p l a t e  was set  n o m 1  t o  the proton beam. 
Remotely controlled positioning motors drove the 
mounting p l a t e  i n  the normal plane thus positioning 
any desired microelement i n  the beam. A s i l v e r  
activated zinc sulphide phosphor positioned on the 
mounting p l a t e  was used t o  locate  the beam center 
l i ne .  This posit ion was marked on the screen of a 
closed-circuit  t e lev is ion  monitor. Each microele- 
ment w a s  then positioned t o  the index on the TV 
screen. Beam d r i f t  w a s  checked occasionally by use 
of the phosphor. An ion chamber placed between the 
beam e x i t  port  and mounting p l a t e  w a s  calibrated 
with a Faraday cup and w a s  used during the irradia- 
t i on  t o  monitor beam current. A current integrator  
was used f o r  obtaining the integrated flux. A six- 
teen channel remote switching c i r c u i t  w a s  used f o r  
monitoring and act ivat ing any individual microele- 
ment. Bias voltage w a s  kept on eight of the six- 
teen channels before and during all i r radiat ions t o  
determine whether there  were any differences i n  
r e su l t s  from this source. Measurements of hfe 
and h m  were made a t  various integrated f lux val- 
ues and BVcw and measurements were made at 
the beginning and end of each t e s t .  

Figure 10 is a de ta i led  c i r c u i t  f o r  the type 
“F” element used i n  the t e s t s .  The c i r cu i t  simu- 
l a t e s  micrologic inputs and loads fo r  the “F“ ele- 
ment. With an applied >vol t  pulse or  square wave, 
the input 21743, representing preceding micrologic 
stages, generates 0.2 Psec, 1-volt  pulses. Each 
of the  output t r ans i s to r s  with its base r e s i s to r  
represents one zicrologic load. Generally, up t o  
four such loads may be carried i n  pa ra l l e l  at each 
output. 

BvTmE WORK 

Very l i t t l e  proton and electron i r r ad ia t ion  
data on microelectronics exis t .  These devices l i k e  
the i r  conventional counterparts a r e  sensit ive t o  
the space par t iculate  radiation environment. Con- 
siderable data w i l l  have t o  be accumulated a s  these 
devices become available f o r  determining r e l i ab i l -  
i t y  c r i t e r i a  i n  a radiation environment. 
work, i n  conjunction with basic s tudies  on t h e i r  
constituent materials, i s  presently i n  progress a t  
the Langley Research Center an& other laborazories 
arid. m y  iead t o  the  elimination of space radiation 
a s  a problem in  t h i s  par t icu lar  area. 

This 

CONCLUDING REXARKS 

Most of the exis t ing information for proton 
and electron i r r ad ia t ion  is on conventional o r  
solid-state macroelectronic components. Because 
of the l imited ava i l ab i l i t y  of accelerator t ime ,  
even these data are not numerous. The informstion 
that  does ex i s t  indicates that these components 
are  radiation-sensit ive and that f o r  t r ans i s to r s  
30-percent-gain degradation occurs a t  proton 



I 

integrated flux l eve l s  of approximately 
loll protonsjcm2. 
t o  several  days o r  months of b e l t  or  solar f l a r e  
radiation, depending on the proton spectra encoun- 
tered i n  the mission orbi t .  
t o  use sol id-s ta te  microelectronic c i r cu i t ry  i n  
future  space-vehicle systems. I n i t i a l  t e s t s  indi- 
cate t ha t  t h i s  type of c i r cu i t ry  i s  a l so  radiation- 
sensi t ive and generally follows the same trends as 
the macrocomponents. However, with few exceptions, 
s l i gh t ly  higher integrated fluxes are  required t o  
produce similar degradation. This difference may 
not be significant i n  that a very small sampling 
was available f o r  comparison and, on a s t a t i s t i c a l  
basis,  it may disappear. EPforts w i l l  be made t o  
obtain suff ic ient  experimental data f o r  estab- 
l ishing design and r e l i a b i l i t y  c r i t e r i a  and f o r  
correlat ing the r e su l t s  with the experimental data 
being obtained at Langley Research Center on the 
basic materials which comprise these devices. 

This value corresponds roughly 

The present trend is  
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W L E  1.- SUhWAR'Y OF THE PRQTONS AND ELXJX30NS IN SPACE 

E < 40 MeV 
 lux I$ to 106 protons/cm2/sec 

Low energy H i g h  energy I 
Radiation-belt protons 

E + 10 Bev 

~~ ~~~ 

30 MeV < E < 700 MeV 
F ~ U  = 2 x IO'+ to 4 x 104 protons/cm2/sec 

~~ 

120 Kev < E  < 4.5 MeV 
 lux = 108 protonslcm2Isec r Intensity can vary by a factor of 2 to 3 with solar activity 

110 Kev < E < 1.6 MeV 
F ~ U  < 108 electrons /cm2/sei 
E > 10 Kev 
Flux a 109 electrons/cm2/sec 

1.6 MeV < E < 5 MeV 
Flux < 105 electrons/cm2/sec 
E > 5 MeV 
Flux < 103 electronsIcm2lsec 

Positive sxtput pulse width, psec . . .  
Amplitude, volts . . . . . . . . . . .  
Rise time, psec . . . . . . . . . . . .  

TABLE 11.- PROTON IRFblDIATION OF A TICPE "F" LOOIC ELEMENT 

FLIP-FLOP INTEGRnTED CIRCUIT 

1 0.8 
0.8 0.64 
0.1 0.1 

I Parameter Freirradiation Postirradiation 

Positive output pulse xidth, psec . . .  
Amplitude, volts . . . . . . . . . . .  
Rise time, psec . . . . . . . . . . . .  

1 0.9 
0.7 0.63 

0. loo =O.Ojo 

~ 

E = 22 MeV 



8 

Maximum tolerance flux, 
protons /em2 

1.5 X lo" 

7 x 1011 

WLE 111.- MTM;RATED PRCTON FLUX VALUES FOR PRODUCING 

YO-PWCENT-GAIN DEGRADATION IN TRANSISTORS 

Remarks Nominal frequency, 
mc 

0.5 

9 

eansistor type 

1.8 x 1 6 2  

E PET-1 (m Si) 

"400 

4.5 X d2 (hm/%,o = 0.78) 

4.1 x 10l2 

------ 
Integrated-circuit 
transistor ------ 

m - 8 4 3  (m si) 
MBM uo1  (m si) 

a2497 

TIX-880 

128 

128 

128 

22 

128 

1.4 X 1012 (hm/bE,o = 0.81) I 20 

60 

Microtransistor 

Darlington 
connected 

5 . 9  x 1013 ( A / A ~  = 0.74) 

6.72 x 10l2 (A/A, = 0.64) 

------ 3.36 x 1013 (A/A, = 0.87) I I Field-effect I 
transistor 

------ Field-effect 
transistor 

------ 

I 

+Frequency when hFE = 1.0. 



W w ! /  0 

LL 



0 

cu 
2 
v, z 
0 
Q 

v 
e 
a 



W a "  / 

(3 z 
W 

- a 
W 
.I 

7 
3 

E: 
0 * 
0 
k 
PI 

%I 
0 

c 

W 3 

I 

rA 

k 
EI 



/ / 

/ / 

p'? 

k 
0 

d 
% 

9 
k 
Y 
Y 
0 
e, 
k w 
P) 

I 

P) 
d 
k 

2 

5 
% 

% 
5 

m 

P) 
k 

d 
Y 

3 cd 

!i 

P; 
I 

f 
. 

z1 



> 
f 

> 
r" 

Y 
0 

LL 
W" 

t 
w 
LL 

-t 

0 





I- o 
W 
-I 
J 
0 o 

I 

H 
0 



N 

0 
N 

0 * 0 0 
00 (D 

L L -  

0 

k 







m ro 

+ 

m 

Z cu 
E 

I a I 
T 

LA 

bo c 
d 
k 

5 
I 

0 
rl 

~ NASA-Langley, 1964 


